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21K5126
NOTES:
DO NOT Use CUTTING FLUIDS THAT CONTAIN SULFUR.
DO NOT Use ABRASIVES UNDER POWER.
OFE Copper UNS ALLOY (10100
Per ASTM F68-93 Metallographic
class 2 or better.
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